
 CRMs – KTL (Korea Testing Laboratory) 

Picture Product Info. CRM No. Component 
Certified Value 

(mg/kg) 
Volume & type 

Silica mixed 
polyacetal  
(high level) 

KTL-CRM-001 

Pb 687 ± 72 

50g, Chip Cd 145 ± 14 

Cr 201 ± 11 

Silica mixed 
polyacetal  
(low level) 

KTL-CRM-001-1 

Pb 80 ± 13 

50g, Chip Cd 15.1 ± 1.8 

Cr 20.6 ± 0.7 

• Silica mixed polyacetal CRM 

Picture Product Info. CRM No. Component 
Certified Value 

(mg/kg) 
Volume & type 

Alumina(Al2O3) 
(high level) 

KTL-CRM-002 

Pb 926 ± 46 

50g, Powder 
(below 100㎛) 

Cd 94 ± 4 

Cr 846 ± 42 

Alumina(Al2O3) 
(low level) 

KTL-CRM-002-1 

Pb 158.8 ± 7.5 
50g, Powder 
(below 100㎛) 

Cd 11.2 ± 0.3 

Cr 86.4 ± 4.3 

• Alumina(Al2O3) CRM 


